
Problem 16-04  Gas adsorption on solids, Langmuir adsorption isotherm, specific area 

Experimental data on adsorption of pentane on the charcoal at the temperature of 230 ºC were well 

described by the Langmuir isotherm 
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υ denotes the volume of the gas (cm
3
, corrected to standard conditions 273.15 K and 101.325 kPa), 

adsorbed on 1 g of charcoal, and p equilibrium pressure (kPa). Calculate the total area of 5 g of 

charcoal. One molecule of pentane occupies on the surface of the charcoal an area of 0.76 nm
2
. 
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Solution: 
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To = 273.15 K , po = 101.325 kPa 
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Gas amount adsorbed in a monolayer on 1 g of the solid: nm = N / NA 
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Specific area: Asp = N   = 5.8305 10
20

  7.6 10
–19

 = 443.118 m
2
 g
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Area of 5 g of the solid: 

A = ms  Asp = 5  443.118 = 2215.6 m
2
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