
Problem 16-10  Adsorption from solution on solids – Langmuir isotherm 

The specific area of the charcoal sample was determined by means of the adsorption from the 

methylene blue solution. Only methylene blue is adsorbed from the solution and the adsorption data 

are well expressed by Langmuir isotherm. One molecule of the methylene blue occupies in the 

monolayer an area of 0.62 nm
2
. Calculate the specific area of the adsorbent from the results of these 

two experiments: 

(A) the equilibrium concentration of the bulk solution found after shaking 1 g of charcoal with 100 

cm
3
 of the solution of concentration 110

–4
 mol dm

–3
 was 610

–5
 mol dm

–3
, 

(B) the shaking of 2 g of charcoal with the same volume of the solution of the same concentration 

resulted in equilibrium concentration of the bulk solution 410
–5

 mol dm
–3

. 
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2
 g

–1
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Langmuir isotherm: 

2
m

2

Ω Ω
1

b c

b c


 

 
 

2 2

m m

1

Ω Ω Ω

c c

b
 


 

 

(A)   
5 5

6
m m

6 10 1 6 10

4 10 Ω Ωb

 



 
 

 
 

(B)   
5 5

6
m m

4 10 1 4 10

3 10 Ω Ωb

 



 
 

 
 

 

Asp = m  NA   = 1.210
–5
6.02210

23
6.210

–19
 = 4.48 m

2
 (gcharcoal)

–1 

 

5 5
15

m charcoal

6 10 4 10
Ω 1.2 10 mol g

6 4

0.4 0.3

 


  
  




